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 Introduction  1
 

                                 ñéWhy consider finite arrays? 

                                 The short answer to this question is,  

                                 Because they are the only ones that really exist.ò- Ben Munk 

 

1.1 Motivation 

 The focus of this research has been to explore the behavior of metamaterials (MM)ð

specifically metafilms (MF) ð and understand the various excitation schemes for application to 

Terahertz-Attenuated Total Reflection (THz-ATR) spectroscopy. This investigation deals with 

both theoretical and experimental aspects of terahertz excitation of metamaterials. The selective 

excitation of metamaterials via THz electric field, magnetic field, and their combination; and the 

corresponding effect on THz radiation emitted from MM elements has been investigated. A re-

radiation signal is observed across the forbidden TIR boundary where no signal is expected and 

is due to the fundamental resonance of a split ring resonator array. The influences of edge effects 

and coupling on radiation by finite arrays are studied in this work. This is a unique phenomenon 

that has not been observed at THz frequencies previously to the author's knowledge.  

 The results of this study extend the current understanding of total internal reflection at 

surfaces of dielectrics with resonant patterned structures and the resultant re-radiation from the 

MM arrays observed using ATR. This research will further the understanding of how single and 
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multi-layer thin resonant films on the surface of a dielectric affect the evanescent field to enable 

improvements in spectroscopy and sensing and the impact of sample edge effects.  

 

1.2 Background of Terahertz technology 

The Terahertz region of the electromagnetic spectrum, the so-called ñterahertz gapò has 

received considerable attention and has become a rapidly evolving field since its discovery two 

decades ago. This gap encompasses the sub-millimeter region between 0.1 THz (3mm) to 10 

THz (30 ɛm) and traditionally has been explored by using both microwave and optical 

techniques. Sub-picosecond near single cycle pulses of terahertz radiation with broad bandwidths 

from tens of GHz up to a few THz are commonly generated by optically exciting a biased 

photoconductive switch. The other most commonly used methods of terahertz wave generation is 

optical rectification. A large number of materials are transparent to terahertz radiation, but are 

opaque at optical frequencies. Terahertz spectroscopy techniques have become increasingly 

important in material characterization. The rotational and vibrational modes of many molecules 

lie in the terahertz region that can be probed directly by THz radiation thus making it attractive 

for sensing applications. Terahertz radiation offers many applications in chemical sensing, 

imaging, biological sciences [1] and medicine. THz or T-ray imaging is particularly of interest to 

medical imaging and security screening due to its non-ionizing and non-invasive properties. 

Much of the recent interest in terahertz radiation lies in its ability to penetrate through a number 

of materials such as paper, polymers, and textiles to name a few. THz waves are strongly 

absorbed by water. This property makes it appealing for security diagnosticsðdetection of 

explosives and non-destructive evaluation and testing [2]. The development of terahertz 
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technology is lagging due to the lack of high power THz sources and functional devices. This 

makes it a fertile area for commercialization due to the merging of optical technologies and high 

frequency electronics. More recently, there has been a great deal of interest in creating high 

power THz sources through non-linear techniques [3]. Advances in device fabrication techniques 

have furthered terahertz research and tremendous progress has been in this field such as the 

development of the quantum cascade laser [4]. A review of scientific developments in the THz 

region can be found in review articles and texts such as [5] [6] [7] [8, 9]and references therein. 

 Terahertz Time-Domain Spectroscopy (THz-TDS) has become a reliable and non-

invasive coherent spectroscopic technique, where information about the amplitude and the phase 

information of the test sample can be directly obtained. THz-TDS has proven to be a sensitive 

tool in the detection and analysis of a variety of materials including gases and liquids. It is used 

to study carrier transport and relaxation dynamics in semiconductors.  

Terahertz-time domain spectroscopy based on photoconductive antenna will be covered 

in great detail in the next Chapter. 

1.3 Attenuated total reflection 

Attenuated total reflection (ATR) is an established sampling technique to study material 

properties by taking advantage of the evanescent field at a surface due to the phenomenon of 

total internal reflection. When an absorbing sample is brought in contact with an optically denser 

medium, the intensity of the evanescent field is modified or attenuated by the sample on the 

interface. This interaction of the evanescent field with the sample manifests as a change in the 

frequency dependent reflectivity which is then used to characterize the sampleôs optical constants 

[10].  
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Several centuries after the discovery of the evanescent wave by Newton, Harrick and 

Farenfort[11], proposed and independently developed theories for internal reflection 

spectroscopy (IRS). In the year 1960, Harrick described multi-path theory for IRS whereas 

Fahrenfort demonstrated the usefulness of a single reflection IRS technique. Historically, the 

term ñattenuated total reflectionò spectroscopy first coined by Farenfort has been used 

interchangeably with internal reflection spectroscopy [10]. 

ATR is routinely used with other spectroscopic techniques for the characterization of a 

wide range of samples such as thin films, liquids, powders, polymers to name a few. ATR 

requires minimal to no sample preparation and is amenable to various sample types. Commercial 

ATR spectrometers are sold with various options and accessories to support different types of 

samples or analytes. ATR is often used in the pharmaceutical industry for analyzing powdered 

targets [12]. It serves as a diagnostic tool for applications in Forensic science [13] specifically for 

detecting and analysis of illicit drugs (e.g. cocaine.) 

 ATR at THz frequencies 1.3.1

ATR in conjunction with THz-TDS was first implemented by Hirori et.al at THz 

frequencies. THz-ATR is advantageous over conventional THz-TDS in that THz-ATR can 

characterize samples that are ordinarily difficult to characterize using transmission spectroscopy 

such as optically thick materials, powdered samples, polar liquids or dielectrics that are highly 

absorbent. ATR in the THz region has been used to characterize polar liquids [14] and powdered 

solids that have applications in the biotechnology, pharmaceutical, and food industries [15].The 

evanescent field in ATR can couple to waveguide modes thus making ATR attractive for sensing 

applications, as shown in [16] where sensitive detection of adsorbates on waveguide surfaces 
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were demonstrated. This gives an extended interaction length analogous to Harrickôs multi-

reflection technique. A miniature handheld ATR module was developed and tested for 

functionality using various powders and liquids [17]. ATR system using an integrated prism at 

terahertz frequencies has been reported with the claim of enhanced propagation efficiency via 

decreased Fresnel losses[18]. The integrated prism is self-contained in that it houses a terahertz 

emitter, a terahertz receiver, and an ATR prism. The terahertz waves propagate in a closed 

environment in the absence of air and therefore the measurements are not affected by ambient 

water vapor. More recently, an imaging technique using ATR was demonstrated [19] by raster 

scanning a silicon sample mount on the ATR prism which can be mechanically moved to 

generate an image.  

1.4 Metamaterials 

The development of a new class of artificial structured materials called metamaterials 

(MM) has been the topic of recent interest in the electromagnetic community since its first 

experimental demonstration in microwave frequencies. Metamaterials are artificial structured 

composites typically comprised of patterned sub-wavelength (~ɚ/10) metallic inclusions arranged 

periodically on dielectric/semiconducting substrates.  The 2D analogues of metamaterials are 

commonly known as metafilms (MF) or meta-surfaces. The electromagnetic behavior of these 

composites differs from the constituent materials which can provide an effective medium 

response if the wavelength is large with respect to the unit cell. The response is dictated by the 

geometry, orientation, shape and arrangement of the unit cells. Material properties such as Ů and 

µ can be considered as effective only when the dimensions of the structure are much smaller than 

the incident wavelength. Much of this interest has been sparked by exploring metamaterials for 
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novel phenomena such as negative index, perfect lenses, invisibility cloaking and artificial 

magnetism [20, 21]. 

In 1968, Veselago considered the possibility of a hypothetical material with negative 

constitutive parameters i.e. simultaneous negative permittivity Ů and negative permeability Õ 

[22]. Such materials are termed as left-handed materials (LHMs) or negative index materials 

(NIMs). In a left-handed material, E, H, k form a left-handed triplet.  Such material properties 

are not readily available in nature. In naturally occurring materials, the EM response is governed 

by two constitutive parameters namely frequency dependent electric permittivity Ů(ɤ) and the 

frequency dependent magnetic permeability Õ(ɤ). They are both positive leading to a positive 

refractive index defined byn em= . Metals exhibit a negative electrical permittivity. Likewise 

naturally occurring materials such as ferromagnets display a negative magnetic response. No 

naturally occurring material has demonstrated this behavior yet therefore a composite material 

that exhibit simultaneous negative electromagnetic behavior is of considerable interest. 

A common feature of the metamaterial approach is in the engineered resonant element. In 

1999, Pendry proposed an artificial medium comprising of an array of split ring resonators that 

exhibits a negative magnetic response over a range of frequencies in line with Veselagoôs 

predictions[21]. The first experimental realization of the simultaneous existence of ïŮ and -µ was 

in 2000 when Smith et al. experimentally demonstrated a composite medium consisting of 

metallic wires and split ring resonators did exhibit negative refraction (Ů < 0 and  Õ < 0 ) region 

at microwave frequencies [23]. Implications of having left-handed materials could lead to 

dramatically different behavior on well-known phenomena such as anomalous reflection, 

reversal of negative refraction, Doppler shift and Cherenkov radiation [22]. 
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  Since then, over a decade of research in metamaterials with incremental refinements to 

early experiments and exploring these unique properties has given rise to a multitude of potential 

applications over a wide region of the EM spectrum from RF through  near- visible regimes [24]. 

The dimensions of the conducting elements in these artificial structures are easily scalable with 

frequency although there are limitations to the scaling giving rise to saturation of the resonant 

magnetic response at higher frequencies[25] and unavoidable increase in losses in metallic 

structures as optical frequencies are approached.  

The following paragraphs briefly describe major developments over the recent years in 

electromagnetic metamaterials.   

 Electromagnetic MM 1.4.1

 With preliminary research focused on the microwave regime, metamaterial research has 

rapidly advanced into the terahertz and optical regimes. The EM response of metamaterials can 

be designed over a large region of the EM spectrum and depends on the collective response to 

either or both the electric and magnetic components of the incident electromagnetic radiation. 

Due to the scale invariance of Maxwellôs equations, SRRs are scalable across frequencies and 

can be easily fabricated by conventional lithography suitable to the spectral range. Optical 

metamaterials suffer from losses associated with metals and limitations due to the current 

fabrication technology that may impact device performance.  Metals no longer behave as perfect 

conductors at optical wavelengths. The continual push towards higher operating frequencies also 

places demands on improved characterization techniques. Emerging areas of research include 

non-linear metamaterials, plasmonic metamaterials, superconducting metamaterials, and  

dispersive metamaterials for slow light applications to name a few[26]. Low-loss alternatives  to 
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metals such as graphene and other superconducting oxides are also being sought [26]. Non-

linearity can be introduced either by replacing the dielectric with a Kerr-type non-linear medium 

or by utilizing non-linear components such as diodes [27]. While the implementation of 2D 

planar structures is established from the GHz to optical frequencies, assembly of complex 3D 

metamaterials is challenging especially at higher frequencies since bulk 3D metamaterials 

demand advanced fabrication techniques. Recent efforts have focused on assembling bulk 

metamaterials. Advances in that direction have been made such as a layer by layer fabrication 

method for manufacturing 3D metamaterials has been demonstrated at optical frequencies [28]. 

3D THz metamaterials referred to as standup metamaterials fabricated on flexible substrates was 

demonstrated using multilayer electroplating technique [29].   

 The following paragraph highlights some of the progress in electromagnetic 

metamaterials that are designed to operate at terahertz frequencies. As with all new directions in 

science, the initial enthusiasm for this topic has been enormous resulting in a vast array of 

publications with a staggering array of conclusions.  The sheer volume of literature prevents a 

full exhaustive review beyond the pertinent topics and seminal papers.  

1.4.1.1 Terahertz metamaterials 

The capability to engineer material properties is even more important at THz frequencies 

where a wide range of material behavior is not as readily available as the neighboring microwave 

and optical spectral regions. Planar Terahertz metamaterials are realizable using current 

photolithographic techniques. The first demonstration of magnetic response at terahertz 

frequencies was by Yen et al [30] in 2004 using ellipsometric techniques. Inspired by the 

promise of negative index materials, metamaterial research has resulted in the development of 
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MM-based THz devices such as THz modulators, filters, perfect absorbers, compact antennas, 

polarization rotators and many more [31-36].  The resonant response is fixed by the SRR 

geometry and the substrate.  

The quest for achieving tunable and switchable functionalities makes active THz 

metamaterials an extremely fertile research area.  Tunable MMs offer promising alternatives to 

terahertz switches and ultrafast modulators. The resonant electromagnetic response of MMs can 

be tuned by application of external control parameters such as electric field, magnetic field, 

optical illumination, temperature or even mechanical control. A dynamically controlled resonant 

electrical response was achieved by modifying the dielectric constant of the high resistivity 

GaAs substrate thus tuning the capacitive response via photoexcitation of charge carriers in the 

substrate [37]. Thermal tuning of the resonant frequency has been demonstrated on planar THz 

metamaterial consisting of split ring resonator array made from high transition superconducting 

films such as YBCO[38] instead of conventional metal films. The temperature-dependent 

modulation of the resonant response of the superconductor YBCO metamaterial array fabricated 

on sapphire substrate near the critical temperature could possibly lead to a low loss THz switch. 

Another method of tuning using thermal control has been accomplished by blending the concept 

of MEMS with MMs. Planar metamaterials were fabricated on ñbimaterial cantilevers that are 

designed to bend out of plane in response to a thermal stimulusò[39] . A tunable electric or 

magnetic response was observed that depends on the reorientation of the SRR elements within 

the unit cells.  

The ability to slow and trap light by exploiting the nonlinear phenomenon of 

electromagnetically induced transparency (EIT) using planar metamaterials has gained immense 
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popularity in recent years across several frequency bands. It promises unique and fascinating 

solutions to information storage, quantum computing and sensing [40]. EIT-like behavior was 

demonstrated at THz frequencies by integrating photoconductive silicon into the metamaterial 

unit cell[41].  

A review of recent developments in the field of THz metamaterials can be found in 

review articles such as [42, 43] and references therein. 

The advances in the development of THz metamaterials can play an important role 

leading to novel and functional THz devices and thus filling the ever shrinking ñTHz gapò.  

1.5 THz Attenuated Total Reflection and Metamaterials 

Coupling terahertz radiation to waveguide modes in metamaterials was shown by using 

the ATR technique in the Otto configuration [44]. This was inferred from the ATR 

measurements. More recently, leaky modes were observed on composite right/left handed 

(CRLH) metamaterial waveguides using Otto ATR configuration.  

This is a merging area of study by bringing together these three separate fields, namely 

terahertz technology, ATR and metamaterials. Subsequently there is not a large body of literature 

dealing with specific techniques, pitfalls and interpretations of results. 

1.6 Outline of Dissertation 

 

Chapter 2 provides a brief summary of the experimental technique used in THz-Time 

domain spectroscopy. A THz time domain spectrometer based on photoconductive antennas is 

discussed. Typical results from a standard THz-TDS system are presented along with a 

procedure for extracting optical constants from standard measurements. 
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Chapter 3 describes the ATR technique. Fundamentals of attenuated total reflection 

technique are summarized in this Chapter. 

Chapter 4 discusses metamaterials, briefly touching on fundamental concepts. 

Chapter 5 goes into details about the THz-time domain spectrometer modified to suit the 

measurement undertaken. Aligning a THz ATR ranging system is an important task especially 

when using a high index prism that modifies the system geometry.  Issues and challenges in 

implementing THz-ATR in a fiber coupled THz-TDS setting are presented. Elaborate procedures 

developed to overcome these challenges are laid out.  

Chapter 6 describes the experimental results obtained by using THz-ATR on metafilms, 

specifically the re-radiation across the total internal reflection boundary.  

Chapter 7 presents potential theories to help explain the observations showcased in 

Chapter 6. Detailed results using full wave numerical simulations and Floquet and Moment 

Method approaches are presented. These treatments qualitatively explain the origin of the 

observed re-radiation in metafilm arrays. 

Chapter 8 summarizes and concludes the work done in this research. It provides an 

outlook on future directions for this research. 
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 Terahertz technology 2
 

 

This chapter presents a discussion of the main experimental technique used in this work, 

specifically Terahertz Time Domain Spectroscopy (THz-TDS) that uses a pump-probe system 

with photoconductive antenna structures for THz generation and detection. Additionally, an 

overview of the developments in terahertz components is provided. 

The development of ultrafast lasers and the introduction of the Auston switch[45] over 

two decades ago has led to a surge in research at terahertz frequencies giving rise to a vast 

number of potential applications. With rapid development of tunable sources and detection 

techniques and advances in novel ultrafast sources, there has been continuing interest to explore 

multi-disciplinary scientific and engineering phenomena thus stimulating a lot of activity in this 

part of the electromagnetic (EM) spectrum.  

There are a variety of coherent terahertz sources.  They can be classified into two broad 

categories 1) Continuous wave (CW) sources and 2) Pulsed sources. CW sources are inherently 

narrowband and are typically high-power sources. Some of the CW sources are free-electron 

sources such as backward-wave oscillators (BWO), gyrotrons,  synchotrons, and of course, free 

electron lasers (FEL). There are also quantum cascade lasers, photomixers, intrinsic Josephson 

junction using high temperature superconductors [46], and other solid state devices such as 

resonant tunneling diodes, GUNN diode etc. [6, 47] . Pulsed sources which are broadband in 

nature and typically have low average power yields include gated photoconductive switches, and 
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crystals employed in optical rectification techniques.  This work will focus on the pertinent 

techniques for pulsed THz measurements. 

2.1 THz Generation 

Terahertz pulsed generation techniques can be classified into two categories; 1) 

photoconductive switching to generate electromagnetic transients on a sub-picosecond time scale 

and 2) second order non-linear processes such as optical rectification (OR). While the electro-

optic (EO) rectification technique and photoconductive switching are the two most commonly 

used opto-electronic methods to generate pulsed THz radiation, another method used to generate 

THz radiation is the Photodember effect. The Photodember effect takes advantage of the 

difference in mobilities between the electrons and the holes[48].The diffusion of the electron 

hole pairs when excited by an ultrashort pulse creates dipoles leading to single cycle transients at 

THz frequencies. This effect is seen in high mobility semiconductors such as InAs and InSb [8].  

Terahertz  generation via optical rectification [49] is a second order non-linear effect 

where the terahertz radiation is generated due to difference frequency generation between the 

components of the ultrafast laser pulse. This method does not require application of a bias 

voltage and requires strict phase matching requirements for high conversion efficiencies.  Zinc 

Telluride (ZnTe) is a widely employed EO material. More recently, high power terahertz 

radiation using non-linear techniques such as tilted phase front with lithium niobate (LiNbO3) 

crystal [50] to generate powers as high as 10 ɛJ. The typical THz pulse energies generated from 

photoconductive antennas are on the order of 1ï10 fJ[3].The success of photoconductive THz-

TDS rests mainly upon the availability of signal averaging and time windowing of signals to 

become a viable scientific tool. 
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2.2 THz Detection 

Free-space electrooptic sampling (FSEOS) based on Pockels effect [51] and 

photoconductive sampling are two popular detection schemes. In FSEOS, the probe pulse co-

propagating with the THz pulse induces polarization rotation in the non-linear crystal, the 

magnitude and direction of which is recorded as the sign and amplitude of the THz field. This 

method can yield very high bandwidth [52]. Once again, factors such as the thickness of the 

crystal, phase matching and duration of the probe pulse impose limitations on the detected THz 

radiation.  

Other measurement schemes include THz Differential Time Domain Spectroscopy 

(DTDS), THz interferometry mainly for thin film characterization and THz time resolved 

spectroscopy for studying carrier dynamics and transport [53]. This is primarily a variation in the 

sample and THz modulation compared to traditional TDS techniques. The following section 

discusses THz-TDS based on a photoconductive antenna source and detector in great detail. 

2.3 Standard THz-TDS system  

 

A typical THz-TDS system used to generate and detect short pulses of terahertz radiation 

using photoconductive antenna utilizes the experimental setup shown in Figure 2-1. It is 

comprised of an ultrafast excitation source, a THz source (transmitter), THz detector/receiver 

and collimation and energy collecting optics.  
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Figure 2-1 Experimental setup of a THz-TDS system. Off-axis paraboloidal mirrors (OAPM), 

Beam Splitter (BS) [54]. 

 

The conventional THz-TDS system uses a pump-probe approach where a passively mode-locked 

laser generates femtosecond pulses at a high repetition rate. A frequency doubled solid state 

pump laser drives the ultrashort laser. The femtosecond laser is split into two beams, one pulse 

train with a variable delay directed to the THz transmitter and the other with a fixed delay going 

to the THz detector. However unlike a pump-probe system where typically the high powered 

beam (pump beam) is directed onto a sample and the low powered beam probes the sample 

response, the transmitter in a TDS system receives a lower optical power than the receiver. A 

mechanical delay line is used to change the time delay between the THz transmitter and the 

receiver. The delay line is typically located in the transmitter path rather than the detector line 

since the receiver is more sensitive to optical beam alignment. 
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The transmitter antenna structure shown in Figure 2-2 a) is a pair of DC biased coplanar 

transmission lines 10 µm wide, fabricated on semi-insulating GaAs substrate using conventional 

photolithography. The transmission lines are separated by a gap of 80 µm. Typical bias voltages 

are 40 to 100 V. 

 

(a) 

 

(b) 

Figure 2-2  a) Transmitter chip b) Receiver chip. Laser excitation spot shown as a dashed 

circle. 

 

Photo-excitation of the gap with the beam from ultrafast laser delivering <100 fs pulses centered 

around 800 nm results in the generation of photocarriers. Consequently acceleration of the 

carriers in the local MV/m fields [55] generates a near single cycle electrical current pulse. The 

photoconductive antenna behaves like a Hertzian dipole [56].The current pulse radiates an 
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electromagnetic pulse at THz frequencies which is then collimated by a spherical high-resistivity 

silicon lens contact mounted on the back side of the transmitter chip. The terahertz radiation 

propagates through free space. This radiation is steered and collimated by off-axis paraboloidal 

mirrors (OAPM) arranged in near-confocal symmetry and is then focused onto the THz receiver.  

The receiver antenna structure also fabricated using conventional photolithographic 

techniques is similar to that of the source antenna.  A typical THz detector photoconductive 

antenna in stripline geometry seen in Figure 2-2 b) consists of two coplanar strip lines on a short 

lifetime semiconductor substrate.  The detector strip lines have a dipole antenna structure with a 

photoconductive gap of 5 µm. These lines nominally have linewidths 5 to 10 µm and a 10 to 50 

µm wide separation between them. The separation determines the bandwidth of the detector with 

large antennas having more sensitivity at the expense of bandwidth, and the smaller antennas 

having greater bandwidth, but reduced signal strength. 

Choice of substrates for the photoconductive source is dictated by properties such as high 

mobility and high breakdown field leading to rapid charge acceleration and fast rise times. A 

widely used material for the THz emitter is a GaAs substrate. The photon energy of the 

commonly available Ti:sapphire laser source  at 1.55eV  is greater than the bandgap energy of 

1.43 eV of the GaAs emitter . Electron hole pairs in the substrate are created when pumped with 

femtosecond laser pulses.  Substrates with short carrier lifetimes are desired for THz receivers 

for e.g. radiation damaged silicon on sapphire (SOS) with lifetime of 600fs [57] . The carrier 

lifetime for Lt-GaAs can range between 0.3-1.1ps and is dependent on fabrication parameters[58, 

59]. A modification to the standard receiver antenna used for the work reported in this document  



18 

 

 

is a superlattice formed by self-assembled erbium arsenide (ErAs) nano islands embedded in 

GaAs substrate [60] which will be covered in a later chapter. 

When the receiver is synchronously gated by an optical pulse, the electric field of the 

incident THz radiation creates a transient bias across the gap in the receiver antenna structure, 

thus inducing a current that is amplified by a low noise current amplifier. The output from the 

current amplifier goes to the lock-in amplifier which isolates the signal at the reference 

frequency of the modulated THz beam. An optical chopper modulates the generated Terahertz 

beam at the transmitter which is phase locked to the lock-in amplifier. This current is 

proportional to the received THz field. The terahertz waveform is mapped out by varying the 

relative delay between the optical pulse and the THz pulse on the receiver.  

A typical terahertz pulse obtained from a THz-TDS system is shown in Figure 2-3. It is a 

near single cycle pulse lasting a few picoseconds with the FWHM of the main peak of the single 

cycle pulse equal to 0.4 ps. The system is purged to a relative humidity 1.9 % to suppress the 

effect of water vapor absorption lines.  
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Figure 2-3 THz pulse measured in a THz-TDS system a) in humid air b) under nearly dry conditions with 

relative humidity of 1.9%. Inset in part b) shows full length of the measurement scan. 
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A small blip near 28 ps (dashed circle in Figure 2-3 b)) is due to internal reflections from the 

source chip. By comparing the arrival times of the reflection and the main pulse, the thickness of 

the source chip can be calculated to be 487 ɛm assuming a frequency independent refractive 

index of 3.6 for the GaAs substrate (500 ɛm thick). Additional reflections appear in the time 

domain measurements. Optical reflections within the substrate of the receiver modify the gating 

response and cause a pre-pulse earlier in time. The pre-pulse is not a problem when one is able to 

time window the measurement. Optical reflections in the transmitter substrate create a secondary 

THz pulse that appears later in time and can cause structure on the resultant spectrum. A 

substrate and lens system made from the same material would be ideal, but is typically 

unfeasible. Hence a thick substrate on the transmitter is preferred to reduce the "small blip" and 

clean up the spectrum. 

The numerical Fourier transform of the temporal pulses in Figure 2-3 yields the 

corresponding spectra plotted in Figure 2-4. The spectrum peaks near 0.5 THz. The spectral 

amplitude extends from 0.1 to 2.5 THz, with a usable bandwidth of approximately 2 THz.  
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Figure 2-4 Numerical Fourier transform of Terahertz pulses from Figure 2-3.  

a) In ambient humid air and b) under nearly dry conditions with relative humidity of 1.9%  
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Figure 2-4 a) show the effect of residual ambient water vapor in the THz pulse beam path. The 

measured spectrum shows the presence of some absorption lines due to water vapor, with the 

strongest features located at 0.558 THz, 0.753THz, 1.098 THz and 1.163 THz. Figure 2-4 b) 

corresponds to a measurement in nearly dry air containing 1.9 % water vapor.  

2.4 Analysis of THz-TDS data 

A typical TDS measurement in transmission involves placing the sample to be 

characterized at the focal plane between the transmitter and the receiver. This requires the 

sample to be relatively transparent to THz radiation and the terahertz beam to be entirely in the 

sample. It also requires knowledge of the sample thickness. The changes in the temporal field 

with and without the sample can be used to determine the material properties. The reference is 

either taken without a sample or using a suitable substrate. The Fourier transforms of the sample 

and reference time scans namely ( )samE w  and ( )refE w  gives t(ɤ) which is complex transmission 

due to the sample. The phase difference between the sample and the reference waveforms is a 

measure of the index of refraction of the material.   

 

( )
( )

( )

sam

ref

E
t

E

w
w

w
=

 (2.1) 

The index of refraction and the absorption of the sample are extracted from the magnitude and 

the phase of the above ratio. The complex index of the material is given by  

 

ln ( )
( ) ( ) ( ) 1

2
r i

t
n n in

i z

w l
w w w

p
= - = +

D
 (2.2) 

where  ȹz is the sample thickness. The above analysis ignores the effect due the Fresnel 

reflections from the front and back surfaces of the sample [54].   
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The change in amplitude between the measured sample and reference waveforms gives 

rise to the absorption per unit length due to the sample using the following equation. The power 

absorption coefficient is given as
2 in

c

w
a= and expressed in terms of the complex transmission as 

 

( )
1

( ) ln ( )t
z

a w w
-
=
D

 (2.3) 

Thus the optical constants of the material are obtained without the need for Kramers-Kronig 

analysis [55].  

The direction that led this research was toward explaining the physical basis of the 

observed phenomena rather than extraction of optical constants of the metamaterial.  

  



24 

 

 

 

 
 

 Attenuated total reflection (ATR) 3
 

 

This chapter presents an overview of the attenuated total reflection (ATR) technique with 

a brief description of the key components of an ATR spectrometer. The main focus for this 

overview is on employing ATR in conjunction with THz spectroscopy. ATR is a well-

established technique and a comprehensive overview lies outside of the scope of this endeavor. 

ATR, also referred to as Internal Reflection Spectroscopy (IRS), is a sampling technique 

used together with spectroscopic methods in many spectral regions. Light undergoes total 

internal reflection at the interface of an optically dense medium when it is incident beyond the 

critical angle and creates an evanescent wave. An absorbing sample in intimate contact with the 

total internally reflecting surface interacts with the evanescent field. The internal reflection is 

attenuated since energy is absorbed by the sample in contact with the high index medium. The 

measured changes in reflectivity with and without the sample can provide information about the 

sample's material constants. The strength of ATR lies in the ability to characterize materials that 

are ordinarily difficult to characterize using transmission spectroscopy such as optically opaque 

powders and liquids thus offering qualitative and/or quantitative information about the material. 

Due to the superposition of the incident and the reflected fields at the ATR surface, the field is 

largest at the boundary. This property can be exploited for sensing applications. ATR spectra 

resemble transmission spectra [10] although there are quite a few subtle differences. These will 

be addressed in a later section.   
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Some of the advantages of the ATR technique[15] are 

1. Ease of use  

2. Speed 

3. Minimum sample preparation compared to other techniques; ability to characterize 

liquids and powdered samples without dilution, mixing or compression into pellets. 

4. Non-destructive  

5. Potentially in-situ technique.  

6. Thick and strongly absorbing samples can be analyzed since the sampling length is 

determined by the evanescent wave which penetrates only a few microns into the sample. 

And some of the limitations of ATR are listed below.  

1. Quality of contact of the sample with the ATR crystal. There must be good contact 

between the sample and the ATR prism since the evanescent wave decays rapidly with 

distance from the surface of the prism. Deposition of sample as films on the crystal 

surface or physical contact either by pressure or using a clamping mechanism. There 

could be artifacts resulting from pressure contact. These issues are discussed in more 

detail in a later chapter. 

2. Modification of transmission experimental configurations to support ATR is not trivial.  

Typically dedicated systems must be constructed. 

3. Correction algorithms to extract equivalent transmission spectra from ATR spectra are 

not well-known and easily accessible for all spectral ranges.  

The ATR measurement depends on the type and the refractive index of the internal reflecting 

element (IRE), refractive index of the sample, critical angle, sample contact with the IRE, 
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number of reflections and penetration depth [10]. Careful consideration of these parameters is 

important in successfully implementing the ATR technique and in achieving accurate and 

reproducible spectral information.  

3.1 ATR configurations 

Two commonly implemented ATR geometries are 1) Otto configuration and 2) 

Kretschmann geometry. Figure 3-1 shows a schematic representation of these configurations.   

  

Figure 3-1 ATR geometries a) Otto b) Kretschmann, adapted from [61].  

 

In Kretschmann [62] configuration, the sample is in optical contact with the high index 

prism as shown in Figure 3-1 b) whereas in the Otto[63] configuration, the sample is separated 

from the prism by a dielectric or an air gap as seen in Figure 3-1a).  The Kretschmann geometry 

is the configuration that will be applied in the experiments described in this work. 

3.2 Internal reflecting element  

Internal reflecting elements (IRE) are optically transparent materials with high index of 

refraction used in ATR. Some of the popular IREs used in implementing ATR are shown in 

Table 1. For reference, 1 THz corresponds to 300 µm or 0.3 mm.  
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Material Spectral range 

(µm) 

Refractive 

index 

Critical 

Angle  

ɗc  

Penetration 

depth [64] 

for ɚ=10 ɛm 

(µm) 

Silicon 1.1-150  3.42 17.01° 

(n2 = 1) 

0.85 

25  (at ɚ=300 ɛm 

and n2 = 1) 

Germanium 2-12 4 22.02° 0.66 

ZnSe 0.5-15 2.41 38.5° 2.01 

Quartz 0.3-2.3 1.43 [10]  --  -- 

Sapphire (Al203) 0.4-5.5 1.7 [10] 62° -- 

KRS-5 (thalium 

bromoiodide) 

0.5-40 2.4 38.5° 2.13 

Diamond 0.2-4 2.4 38.5° 2.01 

Teflon[14] 300-150 1.4 46° 

(n2 = 1)  

61.2 

(at ɚ=300 ɛm ,for  

ɗi = 65° and n2 = 1) 

Table 1 ATR crystals. Adapted from references [10, 64-66]. Critical angle is 

calculated w.r.t sample index n2 = 1.5 unless indicated. Penetration depth is 

calculated for  ɗi = 45°, sample index n2 = 1.5 and ɚ=10 ɛm unless indicated.   

 

Selection of the crystals depends on optical and mechanical properties such as chemical 

inertness, hardness, desired spectral range and penetration depth. High resistivity Diamond is 

scratch resistant and tolerates a wide range of pH values. Silicon is an excellent material for 
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infrared spectroscopy specifically for terahertz applications. It is robust and inert. High resistivity 

silicon shows low dispersion and low loss at terahertz frequencies[66]. MgO and plastic prisms 

were used in the work presented in [67] at THz frequencies. 

The nature of the sample dictates the geometry of the crystal. Accordingly, they can be 

classified as single path and multi-path IREôs. An illustration of a single reflection IRE using a 

right angled prism used in this work is shown in Figure 3-2(a). This is preferred for strongly 

absorbing samples and where sensitivity is not a problem. Another example of a single bounce 

crystal with a dove prism used in THz-ATR is shown in Figure 3-2(b). Here the incoming and 

outgoing radiation paths are collinear thus maintaining the optical axis of a linear system  [14].  

  

Figure 3-2 Single reflection IRE a) Right angled prism b) Dove prism from [14] 

 

A schematic of multiple reflections or multiple bounces in a trapezoidal ATR crystal is 

shown in Figure 3-3. These are more common in the case of weakly absorbing materials.  

 
Figure 3-3 Schematic of a multiple bounce IRE [65] 
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The number of reflections depends on the length of the crystal and the angle of incidence. The 

spectral contrast proportionately increases with the number of reflections.  Specially designed 

cells are used for analyzing liquid samples.  

3.3 ATR Theory  

 Evanescent field 3.3.1

When light is incident from an optically denser medium n1 into an optically rarer medium 

n2, (n1>n2) it undergoes total internal reflection when the angle of incidence is equal to or 

greater than a certain angle known as the critical angle[68]. Reflection from a boundary below 

critical angle (normal refraction), at critical angle, and beyond critical angle (TIR) is illustrated 

in Figure 3-4. 

 

Figure 3-4 Three general cases for interaction with a planar interface 

 

When cq q= , 90tq= ānd from Snellôs law,  
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The critical angle is a function of the refractive indices of the sample and ATR prism and is 

defined as 

 

1 1 2
21

1

sin sinc

n
n

n
q - -å õ
= = æ ö

ç ÷ (3.2) 

For incident angles beyond critical angle i.e. cq q> , sin tqexceeds unity and therefore the 

transmitted angle tqis complex with real part equal to ˊ/2 radians[69].  

In order to satisfy the boundary conditions, fields must be present on both sides of the 

interface, which leads to a complex transmitted wave vector. Assuming an xz plane of incidence 

as shown in Figure 3-4, the transmitted wavevector in medium 2 is given as  

 
2

Ĕ Ĕ(sin cos )t t tk k x zq q= +

 (3.3) 

The complex transmitted wave vector kt has a component 2 sintx tk k q= along the interface in the 

x-direction and a component 2 costz tk k iq b= ¹  perpendicular to the interface (z-direction) where 

2
2

2 n
k

p

l
= is the wavenumber of medium 2. Since the component perpendicular to the surface is 

imaginary, the transmitted field present in the semi-infinite rarer medium is evanescent. The 

evanescent field [68] can then be expressed as  
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 (3.4) 

where E0t is the initial transmitted field amplitude and 1/ɓ is the decay length. Thus the 

evanescent field is a non-uniform plane wave that propagates parallel to the interface as a surface 

wave and decays exponentially normal to the surface (z-direction) into the rarer medium by a 

factor
ze b-
. The polarization of the evanescent wave follows the polarization of the incident THz 

pulse (p- or s-polarized). There is no real energy transfer normal to the surface. Therefore, in that 
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direction the time-averaged Poynting vector is zero[69]. Along the x-direction, it propagates with 

a phase velocity sin ic n q. Under these conditions, the Fresnel reflection coefficient r becomes 

complex and there is 100% reflection for both s & p polarizations, i.e. the magnitude r is unity. 

The Fresnel reflection coefficients for s )perpendicular(  and p (parallel) polarized waves are 

given by the following equations[70].  
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where 2

1

n
n

n
= .  

 Penetration depth 3.3.2

The penetration depth into the sample is the distance over which the evanescent field 

amplitude decays by a factor of 1/e from its amplitude at the reflection interface. [10]. The 

penetration depth is given by the equation  

 
2 2 2

1 22 sin
p

i

d
n n

l

p q
=

-  (3.7) 

It is independent of polarization but depends on the wavelength of the propagating radiation, 

refractive indices of the denser and the rarer medium and the angle of incidence at the sampleï

prism interface. This work utilizes silicon prism as the ATR reflecting element with air as the 

rarer medium. Figure 3-5 shows the frequency dependence of the evanescent field penetration 

depth plotted for a silicon-air interface with 45° angle of incidence for THz frequencies.  
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Figure 3-5 Penetration depth of evanescent field at 45° angle of incidence for silicon-air 

interface. 

 

From Figure 3-5, the penetration depth of the evanescent field is 21.7 ɛm at 1 THz. The 

penetration depth decreases with increasing frequencies or shorter wavelengths. Larger 

penetration depths can be achieved by reducing the index change between the sample and the 

ATR prism for a fixed angle of incidence [see (3.7)]. The dependence of the penetration depth on 

the angle of incidence can be seen in Figure 3-6. This plot applies to the silicon-air interface with 

1 THz incident radiation. 
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Figure 3-6 Penetration depth of evanescent as a function of incidence angle for silicon-air 

interface for 1 THz incident radiation. 
 

The penetration depth increases as the angle of incidence decreases toward critical angle. The 

singularity shown with a dashed line corresponds to the critical angle of 17.01° for the silicon-air 

boundary. In theory, the penetration depth becomes infinitely large as ɗi approaches the critical 

angle ɗc.  The SRR arrays used in this work have a typical height of 0.2 ɛm and the incident 

angle is fixed at 45Á.  Even with a high frequency of 1 THz, the penetration depth is > 20 ɛm. 

Thus for a 0.2 ɛm thick sample, the penetration depth will play a minimal role in the excitation 

of the fundamental LC resonance. This treatment assumes the Kretschmann configuration. In the 

Otto configuration, penetration depth would become an important parameter dependent upon the 

air gap spacing between IRE and sample. 
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3.4 Comparison with transmission measurements 

Often times, the ATR spectra qualitatively resembles a transmission spectra but in reality, 

there exist several differences. These differences manifest as spectral shifts and distortions in the 

intensities of the peaks at longer wavelengths (lower frequencies). Differences arise due to the 

wavelength dependence of the penetration depth. At longer wavelengths, the evanescent wave 

penetrates deeper into the sample. Therefore, the absorption bands at longer wavelengths (shorter 

frequencies) are stronger than those at shorter wavelengths (larger frequencies). An example of 

such a comparison from [13] is shown in Figure 3-7.  

 

Figure 3-7 ñThe carbonyl band absorption of cocaine HCl showing the difference between ATR and 

absorbance spectraò [13] 

 

In the next section, the differences will be discussed in more detail by introducing the concept of 

effective thickness in internal reflection spectroscopy.  

 

 Effective thickness 3.4.1
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The concept of effective thickness plays a big role in the case of absorbing samples. It 

was developed to establish equivalence between the absorbance obtained by a transmission 

spectrum with that of the ATR spectra.. This applies to most materials where the thickness of the 

rarer medium is greater than the penetration depth. The effective thickness and penetration depth 

are related by [10] 
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e

n E d
d

q
=  (3.8) 

ñThe effective thickness represents the thickness of sample material that would be required to 

give the same absorbance in a standard transmission experiment as obtained in IRS." [71]  In 

transmission spectroscopy, the interaction of the incident radiation depends on the sample 

thickness. The transmission is related to the absorption coefficient by Beer-Lambert law which is 

written as
0

dI
T e

I

a-= =  and ignoring losses due to reflection. 
2 in

c

w
a= is the power absorption 

coefficient, as defined in Chapter 2. For low absorptions, it can be approximated as1T daº - . 

The reflectivity for bulk materials or thin films is given by 1 eR da= - . Hence the ATR spectra 

is said to resemble a transmission spectrum. Unlike the penetration depth [see equation (3.7)], 

the effective thickness for thick films depends on the polarization and is given by [72]  
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The effective thickness is also proportional to the wavelength. This leads to discrepancies in the 
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absorption spectra where the absorption bands are stronger for shorter wavelengths (lower 

frequencies). The absorption spectrum becomes distorted. This complicates the comparison 

between ATR and transmission spectra. The above equations (3.9) and (3.10) are only valid for 

weakly absorbing samples. This does not apply to thin films. As a result for thin films where the 

thickness is much less than the penetration depth (d << dp), the ATR spectra are usually identical 

to transmission spectra. But for a physically thin material with unknown refractive index, it 

becomes even more critical to compare the two accurately. When investigating the metafilm, the 

refractive index is unknown so the behavior may be optically thin or thick as the optical 

parameters vary greatly near resonances. The modified expressions for the effective thicknesses 

of thin films are defined for s-polarization as [10] 

 
( )

21

2

31

4 cos

1

s

e

n d
d

n

q
=

-
 (3.11) 

and for p-polarization  
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 (3.12)  

The above equations are pertinent to a three layer system with the sample (medium 2) having 

refractive index n2 bounded by medium 3 (air) and medium 1 (ATR prism). For thin films, the 

critical angle does not depend on the index of the thin film material. It is defined by

1 3

1

sinc

n

n
q -å õ
= æ ö

ç ÷
.  

 Dispersion 3.4.2

The variation of the refractive index as a function of wavelength in the vicinity of strong 

absorbing features, i.e. anomalous dispersion, modifies the internal reflection spectra. An 
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example that compares ATR and transmission spectra [71] is shown Figure 3-8. The differences 

in the calculated ATR spectra for both s and p polarizations and transmission spectra for a 10 µm 

thick sample are clearly seen.  

 

Figure 3-8 ñOptical constants (refractive index n and extinction coefficient); (b) Internal- reflectance 

spectra for s and p polarization for a sample with optical constants shown in (a). The transmittance T 

for a 10 ɛm thick sample is also shown.ò [71]. 

 

In the case of thick samples, the effect of dispersion is more distinct for measurements 
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done near the critical angle. The reasons as previously stated are related to the dependence of the 

penetration depth on the wavelength and the refractive index of the sample and therefore 

anomalous dispersion distorts the ATR spectra. In order to avoid artifacts due to dispersion, it is 

best to conduct measurements above the critical angle. For this reason, the 45° incidence angle 

for the IRE in the experiments detailed in subsequent chapters is significantly larger than the 

critical angle of 17.01° to eliminate any impact on the measurements due to dispersion. 

 Correction algorithms  3.4.3

Correction algorithms are commonly required for ATR spectra in order to compensate for 

the dependence of the penetration depth on the wavelength to closely match the transmission 

spectra. Commercial software programs are able to perform routine correction algorithms on 

ATR spectra by scaling the spectra with the penetration depth but they are not available over a 

wide spectral range. There is disagreement on establishing correction methods available for THz 

frequencies [15, 18]. The penetration depth for the frequencies of interest (0.1 to 2 THz) lies 

between 10 Õm to 2 mm. Since the thickness of the metafilm arrays used in this work is 0.2 ɛm, 

the evanescent field extends well beyond the metafilm sample and should not be an issue. 

Therefore for the samples under consideration, the ATR spectra do not warrant such a correction.  

3.5 Goos-Hanchen shift 

The phase shift associated with the complex reflectivity in a specular reflection scenario 

specifically when  total reflection occurs, gives rise to a lateral shift known as the Goos-Hanchen 

shift [73]. Several theories were formulated to explain this phenomenon some of which include 

Artmannôs stationary phase method[74] and theories by Lotsch[75] and Renard[76] based on 

energy conservation. Goos and Hanchen demonstrated experimentally this lateral displacement 
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of the reflected beam with respect to the incident beam using a partially silvered glass prism thus 

agreeing with early predictions by Newton and Schaefer and Pich[77]. The beam displacement is 

proportional to the wavelength. A schematic representation of a bounded beam undergoing total 

internal reflection from denser medium 1 to rarer medium 2 is shown in Figure 3-9. 

 

Figure 3-9 Schematic of the Goos-Hanchen shift  D on total internal reflection. The dashed 

line on the reflected side of the normal represents the path taken by the reflected beam as 

predicted by geometric optics. 
 

This phenomenon occurs for beams with finite widths of ȹx. A finite beam can be 

represented as a linear summation of plane wave components. As a consequence, the plane 
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Figure 3-9) that is given by[74, 78]   
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The magnitude of the shift depends on the angle of incidence, polarization and 

wavelength of the incident light.  

From the Fresnel equations, the phase change on total internal reflection for a s-polarized 

wave is given by 
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and for a p-polarized wave;  
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Equations (3.14) and (3.15) are only valid for i cq q> . Accordingly, the Goos-Hanchen shifts for 

the s and p-polarizations [78] can be expressed as  
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and  
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Using equations (3.16) and (3.17) , the magnitude of the Goos-Hanchen shift for s-polarized and 

p-polarized is calculated for a silicon-air interface at 45° angle of incidence. The beam shift as a 

function frequency plotted for clarity on a logarithmic scale is shown in Figure 3-10. 
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Figure 3-10 Goos-Hanchen shifts for s-polarization (blue) and p-polarized waves (green) 

plotted as a function of a) frequency for ɗi = 45° and b) incidence angle for a frequency of 1 

THz. 
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The calculated Goos-Hanchen shifts as function of angle are plotted in Figure 3-10 b). From 

Figure 3-10 b), it can be inferred that for 1 THz, the shifts for s and p- polarized incident 

radiation are 98 ɛm and 8 ɛm respectively for a 45° incidence angle. Predicted by FDTD 

numerical modeling, a Goos-Hanchen shift has been indirectly observed in a FTIR geometry at 

terahertz frequencies [79] Predictions of ñgiantò Goos-Hanchen shifts have been made at the 

interface of right-handed and left-handed media[80, 81]. The effect of this lateral shift is not 

taken into account for the experimental results described in this work since the positioning 

uncertainty of the receiver arm is greater than the calculated GH shift. Measuring the Goos-

Hanchen shift is not a trivial task and requires considerable precision and modification of the 

experimental setup. The shift can be amplified by using multiple reflections. 

 

  



43 

 

 

 

 

 

 Metamaterials 4
 

Artificial materials such as metamaterials (MM) are designed to achieve non-

conventional or display unusual properties not found in nature. This relatively new class of 

engineered materials exhibits a collective response equivalent to a homogenous medium that can 

be treated by effective medium theory with an effective permeability and permittivity. The main 

requirement of the metamaterial is that the constituent element dimensions and the spacing 

between them be much smaller than the wavelength of interest. Other examples of engineered 

structures include frequency selective surfaces and photonic crystals but the features for these 

classes of structures are on the order of a wavelength. Split-ring-resonators [21] are typical 

elements of MMs, chosen for the tunable self-inductance and simple geometry. 

4.1 Split Ring Resonator  

The split ring resonator (SRR) is an ubiquitous building block of metamaterials as shown in 

Figure 4-1. It is a sub-wavelength metallic ring with a gap commonly referred to as a ñmagnetic 

atomò. SRRs were proposed by Pendry for use in metamaterials in 1999[21].   
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Figure 4-1 Sample array of square split ring resonators. 

 

SRRs are intrinsically non-magnetic but when excited by an external magnetic field can 

show a magnetic response. An SRR can be described with an equivalent series resonant LC 

circuit model as shown in Figure 4-2, where the loop of the SRR corresponds to a single turn 

inductor, the gap acts as a capacitive element and the losses are represented by the resistance. 

According to Faradayôs Law, a time varying EM field threading a loop can induce circulating 

currents in the loop that generates an induced magnetic dipole moment perpendicular to the 

plane. This current gives rise to accumulating charge at the opposite ends of the gap edges.  

 

Figure 4-2: Equivalent RLC circuit of an SRR. 

 

 

In a series RLC circuit, the impedance Z is given by 
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At resonance, the circuit impedance is minimal and is purely resistive when the inductive 

reactance XL and capacitive reactance XC cancel out, to give 

 

2

0

1 1 1
L

C LC LC
w w w

w
= Ý = Ý =

 (4.2) 

This resonance frequency ɤ0 also known as the fundamental resonant (LC) frequency 

corresponds to the magnetic resonance frequency of the SRR.  A series RLC circuit has the 

quality factor, 
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= =

 (4.3) 

The quality factor is a figure of merit that describes how well the RLC circuit stores energy. It is 

also a measure of frequency selectivity for the resonance.  

The accumulation of charge at the gap provides the capacitance and the area of the loop 

dictates the inductance. The presence of the gap gives the structure, a larger resonant wavelength 

than the actual physical dimension of the loop. The effect of ohmic and radiative losses is 

lumped into the series resistance R.  Energy is localized within the gap where the electric field 

can become 3-4 orders of magnitude higher than the incoming fields [21]. The resonance can be 

tuned by altering the geometry of the SRR, thickness, permittivity of substrate, shape etc. The 

complex effective permeability of the periodic array of SRRs under an axially aligned magnetic 

excitation[21] can be expressed as 
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where F is the geometric filling factor and ũ represents dissipation factor due to material losses.  

The magnetic resonance frequency[21] is defined by 
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The phase between the applied magnetic field and the induced magnetic moment determines the 

sign and the magnitude of the effective permeability. Thus the response can be paramagnetic or 

diamagnetic including negative values of µeff. A single SRR element can have both electric and 

magnetic responses. However, the excitation of planar substrates and normal incidence geometry 

with purely magnetic field components at terahertz frequencies is nontrivial. The magnetic field 

must have a vector component normal to the plane of the array to induce a current, which can 

only occur if the propagation vector is not normal to the plane.   
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The surface current densities associated with the resonances of an SRR are shown in 

Figure 4-3. These results are from numerical simulations using CST Microwave Studio. Figure 

4-3 (a) corresponds to the circulating LC mode and is of primary focus for this work. Higher 

order dipole modes are shown in Figure 4-3 (b) and (c). The fundamental LC mode which 

corresponds to the magnetic resonance frequency can be excited in two ways a) due to the 

external magnetic fields threading the loop which creates a circulating current and b) when the 

electric field component couples to the LC resonance even if the external magnetic field is 

 

 

Figure 4-3 Calculated surface current densities for the fundamental LC resonance in part (a) and second 

order dipole mode in part (b) and third order dipole mode shown in (c) 

E E
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oriented parallel to the plane of the SRR. This happens when the mirror symmetry of the SRR is 

broken due to the electric field component being oriented parallel to the gap bearing arm. In this 

case, the external magnetic field does not penetrate through the SRR.  An unbalanced 

distribution of charge driven by the incident electric field gives rise to a net circulating current in 

the loop. This in turn gives rise to a magnetic dipole moment. From Figure 4-3 (a), the current is 

maximum on the arm opposite to the gap.  

The second order dipole mode is excited when the E-field is perpendicular to the gap 

bearing arm. Figure 4-3 (b) shows oscillating currents predominantly in the non-gap bearing 

SRR arms. There are currents in the gap-bearing arm and the one opposite to it but they are equal 

and opposite of each other. This results in no net magnetic dipole. 

A third order dipole mode is also seen when the SRR is rotated by 90° as shown in Figure 

4-3 (c). This again happens when the mirror symmetry is broken by the E-field when the electric 

field component parallel to the gap-bearing side. But unlike the induced currents in the 

fundamental LC mode, there is no circulating current. This also results in no net magnetic dipole. 

This mode is observed as a higher order resonance in transmission or reflection measurements. 

 Bianisotropy in SRR 4.1.1

 

Even though SRRs provide surprising richness in observed phenomena, they pose 

challenges to describe analytically due to their bianisotropic nature. Asymmetry in the SRR due 

to the gap introduces bianisotropy in metamaterials.  In bianisotropic metamaterials, the SRR 

exhibits magneto-electric coupling [82] where a coupling exists between the electric and 

magnetic responses. This implies that magnetic dipoles can be excited not only by the time 

varying magnetic field of the incident EM wave but also by the time varying electric field 
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component. This applies for electric dipoles too. Accordingly, the constitutive relations are 

modified by including magnetoelectric coupling coefficients. Katsarakis et al.[83] have shown 

that the electric field can also couple to the magnetic mode when the magnetic field is oriented 

parallel to the plane of the SRRs, thus exhibiting magneto-electric coupling.  The electric 

coupling to the magnetic resonance depends on the relative orientation of the SRR with respect 

to the electric field. Simultaneous excitation by electric and magnetic fields is also possible. The 

electric LC resonance coincides with the magnetic Lorentzian resonance frequency. The effects 

that result from the coupling of the incident magnetic field resulting in an electric response and 

vice versa, introduce non-zero off-diagonal in the magneto-optical permittivity and permeability 

tensors [37] [82]. For bianisotropic materials, the constitutive relations can be written as,  

 

D .E .H

B .E .H

e x

z m

= +

= +  (4.6) 

where Ů and ɛ and the magneto-optical permittivities, ɝ and ɕ are tensors of rank 2. This makes 

the retrieval of material parameters even more complicated. In some cases bianisotropy is 

unwanted, and suitable modifications to the SRR design eliminate or reduce magnetoelectric 

coupling such as the modified SRR (MSRR) by Marques et al [82] or the electric LC resonators 

to be described later in the chapter.  

Here coupling schemes to the fundamental mode using two possible orientations of the 

SRR, with respect to the two incident electric field polarizations and the directions of 

propagation are addressed as shown in Figure 4-4.  
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Figure 4-4 Magnetic and electric field coupling for two SRR orientations and two directions of 

propagation. 

 

Case a) In this orientation [see Figure 4-4(a)], the magnetic field component penetrates 

the SRR loop with an in-plane propagation direction thus exciting the magnetic resonance. The 

coupling is only due to the magnetic field.  

Case b) Magnetoelectric coupling dominates in this orientation [see Figure 4-4(b)], when 

the electric field is parallel to the gap bearing side and the magnetic field threads the SRR loop.  

When the mirror symmetry is broken by the SRR, there is an unequal charge distribution leading 

to a net circulating current. The resonance is potentially the strongest for this orientation since 

there is combined contribution of the resonant electric response with the resonant magnetic 

response. However this depends on the relative phase shift between the magnetic and the electric 

driving fields.  

When the magnetic field lies completely in the SRR plane, there is no coupling to the 

magnetic resonance due to the magnetic field component. This holds for cases (c) and d).   
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Case c) There is no coupling due to the electric and magnetic fields and therefore the LC 

resonance for this orientation [see Figure 4-4(c)], is completely suppressed.   

Case d) Here the expected coupling is solely due to the electric incident field just as in 

case b) [see Figure 4-4(d)]. This shows that the electric field can be coupled to the magnetic 

resonance of the SRR. 

While this section addresses the basic orthogonal excitation schemes, with special 

attention to the polarization of the electric field component of the incident EM wave, it does not 

address how this manifests within a measurement.  Additional cases arise if one considers the 

cross polarization terms generated by the LC resonant current.  The cross-polarized terms would 

be equivalent to that which is detected by rotating the polarization sensitive receiver by 90° with 

respect to the transmitter. The specifics of the relative orientation of the detector with respect to 

the incident applied electric field and the symmetry of the SRR will be addressed in a later 

chapter. Electric, magnetic, both or none excitation schemes can be determined from these 

parameters. 

 Topological variations 4.1.2

While the focus of the preceding chapter has been on simple SRRs, the concepts can be 

applied to a range of different geometries to achieve metamaterial elements. Variations in 

topologies for the planar SRR structures at terahertz frequencies are shown in Figure 4-5.  
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Figure 4-5 : Planar SRR topologies from [84]. ña) single gap double resonator (b) single gap single loop, 

(c) electric LC resonators or eSRR, (d) four-fold rotational-symmetry eSRR, (e) rectangular eSRR and (f) 

complementary eSRRò.  

 

For the double SRR shown in Figure 4-5 (a), the resonance frequency is governed by the 

mutual inductance between the two rings and also by the self-inductance of the individual rings. 

The inner ring generates a large capacitance and lowers the resonance frequency.  Typically this 

results in dual resonances that are frequency shifted from their isolated LC resonances. 

SRRs have been most commonly utilized for their magnetic response, as discussed previously. 

But they can also be used as electrically resonant elements that exhibit no net magnetic dipole at 

the LC resonance.  These special types of SRRs have geometries that are designed to suppress 

the net magnetic field from the LC resonance and thus strictly exhibit an electric response [85] 

while minimizing any coupling to an external magnetic field. They are known as electric LC 

resonators (ELC) or electric SRR (eSRR).  Examples of such electric LC resonators are shown in 

Figure 4-5 parts (c) - (f). Under the effect of an external electric field, currents in the two loops 

are equal and opposite due to the structural symmetry, [see Figure 4-5 (c)] and therefore cancel 

each other. Hence there is no magneto-electric coupling between adjoining elements. 
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Others such as Figure 4-5 (d) do not show any sensitivity to polarization of the incident 

field (exciting field) due to the four-fold symmetry [86].  

A purely electric response can also be obtained by the application of Babinetôs principle 

to the standard eSRR unit cell leading to corresponding inverse structures called as 

complementary eSRRs [87] like Figure 4-5 (f). The band-stop (dips) transmission response seen 

in ordinary SRRs appear as band-pass (peaks) transmission in the case of complementary 

metamaterials. 

SRRs are not the only subwavelength resonating element, nor are they confined to THz 

radiation. Over the years, these sub-wavelength resonating elements have evolved from swiss 

rolls, thin wires[88] , magnetic rods, to simple split ring resonators and fishnet structures to name 

a few [84]. The lattice of straight wires and its variants are chiefly used for electric response (Ů < 

0) whereas the loop wire and its variations are explored for their magnetic properties. Fishnet 

metamaterials [35]are popular in the visible region. These structures consist of a meshwork of 

stacked metallic layers separated by a dielectric spacer layer.  
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Figure 4-6   Metamaterial variations [89] 

 

(a)

(b)

(c)

(d)

(e)

(f)



55 

 

 

The swiss roll metamaterial from [21] [89] shown in Figure 4-6 (b) is a three-dimensional 

(3D) magnetic metamaterial. It is composed of two-dimensional (2D) conducting sheets rolled 

into a cylinder and is designed to resonate at RF frequencies [21]. A preliminary experiment at 

microwave frequencies by Smith et al. in 2000[23] confirmed Veselagoôs prediction of left-

handedness by making use of a combination of ring and wire conducting elements.  Such a left-

handed structure is shown in Figure 4-6(b) and consists of two concentric metallic rings 

interrupted with opposite gaps and plasmonic wires deposited on opposite sides of a dielectric 

substrate arranged into a periodic medium. Figure 4-6 also shows some of the developments 

extending to other frequency ranges such as mm-wave [part (c)], THz (Figure 4-6 d)), mid-IR 

(Figure 4-6 (e)) and Near-IR (Figure 4-6 (f)). Metamaterials especially benefit  terahertz 

frequencies where the magnetic response of naturally occurring materials is relatively weak [30] 

and may provide the capability to engineer novel optics[90]. 

 Metafilm arrays 4.1.3

This research is focused on single-gap single ring split ring resonators (SRR) as the 

primary elements of the metamaterial array in conjunction with ATR spectroscopy.  The 

metamaterial samples are planar, periodic arrays of split ring resonators on high resistivity 

silicon or GaAs substrates.  

The single gap SRRs are fabricated on a double side polished substrate using standard 

photolithography and an e-beam evaporation of 200 nm of gold following 10 nm of titanium for 

adhesion. The two substrates used in this study were: 500 micron thick semi-insulating GaAs and 

975 microns thick high resistivity silicon.  
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The initial sample was fabricated on GaAs substrate. The SRR unit cell was 83 to 103 µm 

with an outer dimension of 48 µm, 6 µm capacitive gaps, and 5 µm line widths. The fundamental 

LC resonance lies at 0.38 THz. The size of the array was 10 mm x 10 mm which provide 

sufficient area for transmission TDS measurements. 

The larger SRR arrays that were custom designed to eliminate experimental artifacts (to 

be described in Chapter 6) and uncertainties in the interpretation of results have a 30 mm x 30 

mm clear aperture, which is large enough for a focused THz beam in the ATR configuration. The 

outer dimension of the SRR is 40 ɛm, 30 ɛm and 25 ɛm for MM1, MM2, and MM3 respectively. 

MM1 is shown in Figure 4-7. All three SRR geometries have a fixed 80 ɛm unit cell. Each SRR 

has a capacitive gap 6 µm wide.  

 

Figure 4-7:  SRR array on Silicon substrate (sample MM1) 
 

38mm

30mm

80 µm
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The analytic procedure for retrieval of effective medium parameters is non-trivial. 

Therefore numerical simulations are the common starting ground for the design of metamaterials 

in order to engineer the geometry and understand the resonant properties due to the interaction 

with EM waves. The metafilm arrays were designed to have resonances in the terahertz range.  A 

commercially available finite element solver (CST microwave studio 2010) was used to 

determine the physical parameters of the SRR arrays. Simulations were performed at normal 

incidence. The fundamental resonances of the three samples were chosen to be 0.44THz, 0.65 

THz and 0.85 THz. The initial intent was to consider a variety of LC resonances determined 

primarily by the self-inductance of the individual SRRs while holding other parameters fixed. 

Table 2 lists the details of the samples used in this work.   

Sample SRR size 

(ɛm) 

Simulated LC mode 

(THz) 

MM1 40 0.44 

MM2 30 0.65 

MM3 25 0.85 

Table 2 Sample size and LC resonance 

 

The frequency dependent amplitude transmission and reflection from the simulations are plotted 

in Figure 4-8 for the samples MM1, MM2 and MM3. The transmission coefficient is equivalent 

to the S21 scattering parameter and reflection coefficient corresponds to the S11 scattering 

parameter.  
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Figure 4-8 Simulated transmission (green) and reflection (blue) spectra 

 for samples MM1, MM2 and MM3  

 

The dipole resonance for MM1 is located at 1.2 THz. This higher order resonance corresponds to 

the second order dipole mode as shown in Figure 4-3 b). The trailing edge for the dipole 

resonance can be seen in MM2 but is out of the range of simulations for the metafilm MM3. 

 Characterization of the resonance modes is commonly performed by directly measuring 

the relative decrease in the broad transmission spectrum between a MM sample and reference.  

This follows the standard procedure outlined in Chapter 2 and is one reason for the wide ranging 

experiments and theory focused in this spectral region. 
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 THz-ATR Experimental setup 5
 

This chapter discusses the experimental techniques used for implementing THz-ATR. 

The MM-ATR response is measured using a fiber coupled photoconductive antenna based 

terahertz ranging system which is capable of performing THz time domain spectroscopy in both 

transmission (Figure 5-1) and reflection modes at any angle within mechanical limits. This 

differs from the THz-TDS system in Chapter 2 by replacing reflective optics with refractive 

optics and changing from 4f to 8f geometry that will be described later. Figure 5-2 shows the 

experimental layout of a fiber coupled THz ranging system further modified for THz-ATR 

measurements.  The ranging system was modified in order to accommodate the introduction of a 

silicon prism and sample by changing the spacing between the transmitter and the receiver arms. 
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Figure 5-1 Fiber coupled THz TDS arrangement for Direct transmission measurements ɗ = 0°. 
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Figure 5-2 Fiber coupled THz TDS arrangement for THz ATR measurements. Here ɗ = ī90°. Angle 

defines the position of the receiver arm with respect to the direct transmission measurements. 

 

The THz time domain ranging spectrometer is a modification of the standard THz-TDS 

system described in Chapter 2. It consists of a grating dispersion compensator, a terahertz 

transmitter, fiber-coupled receiver and beam shaping optics.  

The ranging system uses a passively mode-locked titanium-doped aluminium oxide 

(Ti:sapphire) laser  (Griffin, manufactured by KML, Inc.) that is pumped by a 4.5 W at 532 nm 

frequency doubled diode pump solid state laser (Finesse by laser Quantum). The Ti:sapphire 

oscillator produces 500 mW of femtosecond optical pulses centered at 800nm at a repetition rate 

of 87 MHz and approximately 31 fs in duration [91] when in peak operating condition. The 
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spectral bandwidth has a FWHM of 20 nm. The laser oscillator is air cooled, which minimizes 

maintenance by removing the water cooling system, but increases laser sensitivity to ambient 

laboratory temperatures. The drawback of having such an air cooled laser is a longer warm up 

period for stable operation.   

The optical beam is split into two beams after passing through a 30-70 beamsplitter (BS) 

with the low power beam directed to the transmitter and the higher power beam for the receiver. 

The relatively low powered optical beam passes through a variable delay line and is steered into 

the terahertz transmitter. The available time delay is around 800 ps (2x12 cm). The resolution of 

the time domain measurements is approximately 33 fs which corresponds to a 5 µm step on the 

delay line.  

The GaAs THz transmitter operates at a typical optical power of 10 mW. When excited 

by the laser pulse, a transient photocurrent generates a near single cycle pulse of THz radiation. 

The optical beam is linearly polarized perpendicular to the transmitter striplines. The second high 

powered optical beam undergoes dispersion compensation through a grating pair assembly 

arranged in Littrow configuration.  Due to losses incurred at the compression optics in the 

grating cell, the input of ~100 mW is reduced to 17 mW of optical power.  This pre-compensated 

optical beam is directed onto a three dimensional flexure stage with differential micrometers. 

The flexure stage has a 10 mm f.l. focusing lens to ensure that the light fills the fiber core. This is 

then launched into a 2 m long polarization maintaining fiber. Around 6 mW of optical power is 

available at the output of the fiber going into the detector.  The realizable coupling efficiency is 

around 35%. A collimating lens with a focal length of 10 mm is connected at the fiber end. The 

receiver is fiber coupled to maintain absolute timing and relative focus on the receiver antenna. 
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Timing is controlled through a mechanical delay line that consists of a retro-reflector on a 

stepper motor driven translation stage 

Both the transmitter and receiver chips are housed in a module referred to as a Field 

Replaceable unit (FRU) [92] shown in Figure 5-3.  

 

Figure 5-3 Field Replaceable Unit (FRU) module for THz transmitter and receiver, from [92] 

 

A FRU consists of translation stages with differential micrometers that help steer the 

optical beam on the source and detector chips. The silicon lens attached to the back of the chip 

can be moved in the x and y directions. The chip can also be moved along the x and y axes. 

Additionally, the position of the optical lens can be varied to focus the laser beam onto the chip. 

The transmitter antenna structure is essentially a pair of coplanar transmission lines, 10 

µm wide, photo-lithographically deposited on a semi-insulating GaAs substrate and is biased at 

55 VDC. The transmission lines are separated by a gap of 80 µm on this transmitter chip.  

The receiver antenna structure (10-30-10) is a photo-conductively switched dipole pair 

(Grischowsky-dipole [66]) photo-lithographically fabricated on ErAs nano-islands embedded in 

GaAs substrate. These special receiver substrates have demonstrated an enhanced response with 
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low input optical powers[91]. The strong response with low optical gating power is important 

due to the reduced power available out of the single mode fiber.  The receiver is mounted on a 

rotation arm capable of measuring a continuous range of angles between the emitter and the 

detector[93].  

The terahertz antenna chips on the surface of the substrate are backed by hyper-

hemispherical silicon lenses. These lenses act as collimating lenses since the height of the lens 

corresponds to the focal length less substrate thickness. Thus the antenna on the surface of the 

substrate is at the focal point for the lens.  

  Since it is not possible to view the antenna pattern on the fiber coupled receiver using 

standard back-reflection techniques, this type of receiver is aligned by mounting it in a standard 

THz TDS setup for transmission measurements (as shown in Chapter 2). The back-reflection of 

the antenna is then imaged on a card with a hole punched to let the laser beam through the hole. 

The laser spot is initially defocused using the z knob in the FRU and thereafter gradually focused 

by observing the rise in the THz signal and using the x and y micrometers to steer the antenna 

onto the optical focal spot.  

Some initial work was done using a photonic crystal fiber in order to replace the 

dispersion compensation and reduce the demands on the limited optical power from the 

oscillator, but the difficulties in characterizing the beam out and matching timing (as well as the 

user facility requirement) prevented full implementation of the upgrade. The THz ranging system 

was preserved in its original state with the single mode fiber and lossy dispersion compensator. 

The polarization maintaining fiber was checked for damaged by visually inspecting the fiber 

through a fiberscope. The fiber required periodic polishing when there was no gain in the THz 



65 

 

 

signal through traditional optimizing methods and the far-field mode from the fiber was distorted 

due to surface imperfections.  

The receiver and a pair of lenses for shaping the THz beam are mounted as a unit on 

optical rails. The rotation assembly physically limits the available angles to a range of +70° and 

ī140Á with 0Á being the reference for direct transmission measurements (see Figure 5-1). Due to 

the restraints introduced by the opto-mechanical components; the allowable range of rotation for 

the terahertz ranging system is 250° from the transmitter. 

Two pairs of plano-convex Picarin lenses [94](1.5ò diameter) are used to collimate and 

shape the terahertz beam. The Picarin lenses are initially arranged in a linear 8f confocal 

geometry (f1 = 100 mm, f2 = 50 mm, f2 = 50 mm, f1=100 mm) from the system shown in Figure 

5-1 and mounted in a cage assembly using cage rods and cage posts (Figure 5-4) to enable ease 

of movement.  

 

Figure 5-4 Transmitter and receiver arms cage system plus prism.  
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